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GB 5085
GB/T 6609.1

GB/T 6609.3
GB/T 6609.4
GB 8978
GB 18597
GB 18599
GB 34330
HJ 717

HJ 766

HJ 819

HJ 833

HJ 1091

HJ 1222

HJ 1259

HJ 2042
NY/T 1378

aluminum ash

wet treatment

high alumina charge

resource utilization
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6.2
1
Al20s3 % > 60.0 GB/T 6609.1
SiO2 % < 15.0 GB/T 6609.3
Fe203 % < 6.0 GB/T 6609.4
SO3




